
REPAIRING HIGH STRENGTH STEEL

< REMOVAL AND INSTALLATION >

• The panel surfaces must fit flush to each other, leaving no
gaps.

• Follow the specifications for the proper welding pitch.
Unit: mm (in)

PIIA0147E

Thickness (t) Minimum pitch (l)

0.6 (0.024)
0.8 (0.031)
1.0 (0.039)
1.2 (0.047)
1.6 (0.063)
1.8 (0.071)

10 (0.39) or over
12 (0.47) or over
18 (0.71) or over
20 (0.79) or over
27 (1.06) or over
31 (1.22) or over

PIIA0148E
BRM-36


